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ENCELNY SAR S

RICERR:  BRIRYIK A4

P AZFR:  Titanate Nanofibers
& S: ML1355

CAS 5: 1317-80-2
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Purity: 99%,D:40-500 nm
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% BE: 40-500 nm
¥ E: 520um
EhRmEMA:  20-30 m2/g
% R AtmR

B F: NA



